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Product Composition appearance Cloud Point C° HLB Chemical name Active Content %
PH

(1%)
Viscosity
(mpas.s)

MW D (g/ml)
CMC 
(mg/l)

Foaming

N-698 nonionic Transparent liquid 63 9.6 Polyoxymethylene octyl phenyl ether 98-100 6-7 212 460 1.05-1.07 46 low

N-1098 nonionic
Transparent to pale 

yellow liquid
69 14 Polyoxymethylene octyl phenyl ether 98-100 6-7 237 660 1.05-1.07 58 low

N-2198 nonionic Transparent liquid 62 16 Polyoxymethylene octyl phenyl ether 49-51 6-7 223 1180 1.05-1.07 16.5
Low & 

Controlled

N-4198 nonionic Transparent liquid 86 18 Polyoxymethylene octyl phenyl ether 39-41 6-7 210 1390 1.05-1.07 16.5 Very low

N-3100 nonionic
Transparent to pale 

yellow liquid
62 8 Polyoxymethylene isotridecyl ether 100 6-7 196 690 1.05-1.07 58 low

N-7100 nonionic
Transparent to pale 

yellow liquid
69 12 Polyoxymethylene isotridecyl ether 100 6-7 210 490 1.05-1.07 58 low

N-4123 nonionic yellow liquid 69 14 Polyoxymethylene stearyl ester 100 6-7 210 460 1.01-1.03 58 low

N-4610 nonionic
White to Pale yellow 

liquid
46 3 Block Copolymer EO-PO 50 5-7 184 1920 1.01-1.04 69

Very low

N-4620 nonionic
White to Pale yellow 

liquid
69 6 Block Copolymer EO-PO 50 5-7 345-390 2530 1.02-1.06 69

Very low

Product Composition appearance HLB Chemical name Active Content %
PH

(1%)
Viscosity
(mpas.s)

MW D (g/ml) Foaming

A-1100 Anionic White powder 10.6 Sodium dodecyl sulphate 100 6.8-7.3 - 288 1.01 -

A-1030 Anionic Pale yellow liquid 46 Oxyethylene alkyl phenyl & dodecyl ether ammonium sulfate salt 36 6.5-7.5 320 393 1.03-1.05 -

A-1035 Anionic Yellow paste 36 Oxyethylene alkyl phenyl ether ammonium sulfate salt 38-40 6.5-7.5 1800 369 1.03-1.05 -

A-1046 Anionic White liquid 10.9 Oxyethylene alkyl phenyl ether ammonium sulfate salt 49-51 6.5-7.5 198 331 1.03-1.05 -

W5 Anionic Polymerizable Pale yellow liquid 11 Poly oxyethylene alkyl phenyl ether ammonium sulfate 62-64 6-8 460 464 1.05-1.08 medium

Nonionic Series

Anionic Series



Product Composition appearance HLB Chemical name
Active 

Content %
PH

(1%)
Viscosity
(mpas.s)

D (g/ml)
CMC 
(mg/l)

Foaming

FPD-339
Special blended anionic & nonionic & film 

forming
Pale yellow liquid 12

Poly oxyethylene alkyl ether sulfate salt & special emulsifiers with 
controlled foam agent

40-42 6-7.5 880 1.03-1.05 39 Low & Controlled

FPD-439
Special blended anionic & nonionic & film 

forming
Pale yellow liquid 14

Poly oxyethylene alkyl phenyl ether ammonium sulfate salt & special 
emulsifiers with controlled foam agent

40-42 6-7.5 930 1.03-1.05 33 Low & Controlled

FPD-639
Special blended anionic & nonionic & film 

forming
Yellow liquid 11

Poly oxyethylene alkyl ether ammonium sulfate salt & special 
emulsifiers with controlled foam agent

40-42 6-8 900 1.03-1.05 36 Low & Controlled

FPD-519
Special blended anionic & nonionic & 

polymerizable film forming
White liquid 12

Poly oxyethylene alkyl phenyl ether ammonium sulfate salt & special 
emulsifiers with controlled foam agent

49-51 6-8 966 1.05-1.07 46 Low & Controlled

FPD-529
Special blended anionic & nonionic & 

polymerizable film forming
White liquid 15

Poly oxyethylene alkyl phenyl ether ammonium sulfate salt & special 
emulsifiers with controlled foam agent

49-51 6-8 1058 1.05-1.07 46 Low & Controlled

FPD-555
Special Blended anionic & nonionic  very 

low foam
White liquid 14

Polyoxyethylene alkyl phenyl ether ammonium sulfate salt & mixed 
of special nonionic emulsifiers with controlled foam agent

49-51 6-8 943 1.05-1.07 46 Low & Controlled

X-432 Special blended anionic & nonionic Pale yellow liquid 14
oxyethylene alkyl phenyl ether ammonium sulfate salt & special 

emulsifiers 
26-28 6-8 660 1.03-1.05 44 -

X-436 Special blended anionic & nonionic Pale yellow liquid 12
oxyethylene alkyl phenyl ether ammonium sulfate salt & special 

emulsifiers 
26-28 6-8 650 1.03-1.05 46 -

XD-425 Special blended anionic & nonionic Pale yellow liquid 18
oxyethylene alkyl phenyl ether ammonium sulfate salt & special 

emulsifiers with controlled foam agent
26-28 6-8 660

1.03-1.05
46

Low & Controlled

XD-625 Special blended anionic & nonionic Pale yellow liquid 16
oxyethylene alkyl phenyl ether ammonium sulfate salt & special 

emulsifiers with controlled foam agent
26-28 6-8 650 1.03-1.05 42 -

K-350 Special blended anionic & nonionic Pale green liquid 15
oxyethylene alkyl phenyl ether sodium sulfate salt & special 

emulsifiers 
4951 6-8 598 1.05-1.07 23 Controlled

K-450 Special blended anionic & nonionic Pale green liquid 14
oxyethylene alkyl phenyl ether sodium sulfate salt & special 

emulsifiers 
49-51 6-8 552 1.05-1.07 23 Controlled

K-550
Special Blended anionic & nonionic& 

special  controlled  foam
Pale green liquid 16

oxyethylene alkyl phenyl ether sodium sulfate salt & mixed of special 
nonionic emulsifiers

49-51 6.5-8 595 1.05-1.07 23 Controlled

K-650 Special blended anionic & nonionic Pale green liquid 13
oxyethylene alkyl phenyl ether sodium sulfate salt & special 

emulsifiers 
49-51 6-8 629 1.05-1.07 23 Controlled

K-519
Special Blended anionic & nonionic& 

special  controlled  foam
Pale green liquid 16

oxyethylene alkyl phenyl ether sodium sulfate salt & mixed of special 
nonionic emulsifiers 

49-51 6.5-8 667 1.05-1.07 23 Controlled

K-529
Special Blended anionic & nonionic& 

special  controlled  foam
Pale green liquid 16

oxyethylene alkyl phenyl ether sodium sulfate salt & mixed of special 
nonionic emulsifiers 

49-51 6.5-8 575 1.05-1.07 23 Controlled

Specialized Series



Product Composition
Emulsifier 

agent

Wetting 

agent

Dispersing 

agent

Leveling 

agent

Brush ability 

agent
detergents adhesives

Paint & 

coating

Low foaming 

detergents

Anti 

foam

Leather 

industry
textiles Anti static lubricants cleaners

Paper & 

pulp

Soap & 

Shampoo 

base

Machin Dish 

washing
Carwash

A-1100 A + - - - - + - + - - - + - - + + + - -

A-1030 A + - - - - + + + - - + + - - + + + - +

A-1035 A + - - - - + - + - - + + - - + + + - +

A-1046 A + + - - - + + + + - + + - + - + + - +

W5 A + ++ + - + - + + + - - + + + - + - - -

N-698 N + - - - - + - - - - + + - - + + - - +

N-1098 N + - + - - + + + + - + + - + + + - - -

N-2198 N + + + + - + + + + + - - + + - - - + -

N-4198 N + + + + + + - - + + - - + + - + - + -

N-3100 N + - + - - - - - - - + + - - + - + - +

N-7100 N + - + - - - + + + + + + - - + + + - -

N-4123 N + - - + - + - + - - - + + - - + + - +

N-4610 N + + + + + - + + + - + - - + - - - + -

N-4620 N + + + + + - + + + + + - - + - - - + -

FPD339 ESP + - - - - + - + - - + + - - + + - - -

FPD439 ESP + - + - - + + + - - + + - - + - - - -

FPD519 ESP ++ + + + + + + + + + - + - + - - - - -

FPD529 ESP ++ + + + + + + + + + - + - + - - - - -

FPD555 ESP + + - + - + - + - - + + - + + - - - -

FPD639 ESP ++ + - + - + + + + - + + - - - - - - -

X432 ESP + - - - - + - - - - + + - - + + - - +

X436 ESP + - + - - - - - - - + + - - + + - - +

XD425 ESP + - - - - + + + + - + + - + - - - - -

XD625 ESP + - + - - + + + + + - + - + - - - - -

K350 ESP + - - - - + + - - - + + - - + + - - +

K450 ESP + - - - - + - + - - + + - + + + - - +

K519 ESP + + + + + + + + + + + + - + - - - - -

K529 ESP + + + + + + + + + + + + - + - - - - -

K550 ESP + - + - - - - - + - - + - + - - - - -

K650 ESP + + - - - + + + + - - + - + - - - - -

Applications

(-) Not Recommended (+)  Recommended (++) Highly Recommended


